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Applicant: Sea to Summit Pty ltd 

Address: 5 Eyre Street, Rivervale, Western Australia, 6103 

 

Report on the submitted sample(s) said to be: 

Sample Name : Camp Cutlery Set - 3pc 

Material : PP+ fiber  

Sample Received Date : Nov.11, 2016 

Testing Period : Nov.11, 2016 to Nov.17, 2016 

   

Test Requested : Please refer to next page(s). 

Test Method : Please refer to next page(s). 

Test Result : Please refer to next page(s). 

 

 

 

 

Tested by：  

 

 

 

Reviewed by：                   

 

 

 

Approved by： 

Linye, Eva.Lin Zhaoliang, Henry Liulinwen, Lewis 

Test Engineer Laboratory Supervisor Technical Director 
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Test Requested: Conclusion

1. As specified by client, to test sample with reference to the US Food And Drug Administration  

(FDA) the food contact test standard: 21 CFR 177.1520. 
 

- N-hexane extractives Pass 

- Xylene extractives Pass 

 

Test Result(s):  

Test result of FDA 21 CFR 177.1520 

Test Item Test condition Unit  MDL 
Result(s)  

Limit  
1 

N-hexane extractives 50℃, 2h % 0.2 0.8 6.4 

Xylene extractives Reflux, 2h % 0.2 3.5 9.8 

Conclusion  / / / Pass / 

 

Note:  

1. N.D.=not detected (less than method detection limit) 

2. MDL= method detection limit 

 

 

Sample Description 

1 Grey plastic spoon 
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The photo of the sample 

   

AGC authenticate the photo on original report only 

*** End of Report *** 
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